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Client : Thai PET Resin Co.,Ltd.
18, Eastern Industrial Estate, Soi G-2 Prakornsongkroraj Road.
Muang Rayong 21150 Thailand

The following sample(s) was/were submitted and identified by client as:

Sample Name : InnoPlus SA135T
Sample Description : PET Resin Bottle
Color : Clear

The following sample(s) was/were identified by SGS as:

SGS Sample No. 14394413
Sample Condition : Sample is contained in a plastic bag.
Quantity Submitted : 1 pack

Sample Receiving Date : 16-May-2019
Testing Period : 16-May-2019 to 23-May-2019

Test Method & Results  : Please refer to next page(s).

Test Requested & Result Summary

Test Requested : Please refer to the result summary (Test parameter(s) was/were selected by client).
Result Summary:

Test Requested Conclusion

US FDA 21 CFR 177.1630 (Polyethylene phthalate polymer) - --
Determination of Amount of Net Chloroform Soluble Extractives

1. Net chloroform soluble extractives from distilled water PASS
2. Net chloroform soluble extractives from 8 percent alcohol PASS
3. Net chloroform soluble extractives from n-heptane PASS

Remark:Test results in this report are applicable for the item tested and reflects the tested sample as received.

Signed for and on behalf of
SGS (Thailand) Limited

Rutchuporn Moungsom
Laboratory manager - Toy and Hardgood

"Any holder of this document is advised that should client or third party information be supplied with respect to the goods or sample, SGS may, at its
discretion, attached or indicate such information to the report but SGS makes no warranties or accepts no liable for the veracity or lack thereof of such
Information."

This document is issued by the Company sub/ect to its General Conditions of Service printed overleaf, available on request.

Attention is drawn to the limitation of liability, il ion and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's findings at
the time of its intervention only and within the Ilmlts of Cllent 's instr i F any. The Company's sole r ibility is to its Client and this document does not exonerate parties to a transactlon from exercising
all their rights and obligations under the This d cannot be reproduced except in full, without prior written approval of the Comp . Any h ion, forgery or
falsification of the content or app of this and may be p to the fullest extent of the law.”

Publish or advertisement of the result or this document is prohlblted unless prior written approval of the Company.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 daysonly.”

WARNING: The to which the findii herein (the "Findings") relate was(were) drawn and / or provided by the Client or by a third party acting at the Client’s direction. The Findings constitute no
warranty of the sample's representativeness of any goods and strictly relate to the ple(s). The Company accepts no liability with regard to the origin or source from which the sample(s) is/are said to be
extracted.

SGS (Thailand) Limited | Laboratory Services 41/23 Soi Rama lll 53 Rama lll Road Chongnonsee Yannawa Bangkok 10120
t +66 (0)2 683 05 41 294 74 85-90 £ +66 (0)2 294 74 84 683 07 58 www.sgs.com
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TEST RESULTS

US FDA 21 CFR 177.1630 - Determination of Amount of Net Chloroform Soluble Extractives.

Method: With reference to US FDA 21 CFR 177.1630.

Extractants and Conditions Test Condition Result (1) Reporting Limit Permissible Limit
(mg/inch2) (mg/inch2) (mgl/inch2)
Distilled Water 120 degree F ND 0.1 0.5

for 24 hours

8% ethanol 120 degree F ND 0.1 0.5
for 24 hours

n-Heptane 120 degree F ND 0.1 0.5
for 24 hours

Comment - PASS - —

Sample description:
(1) Clear plastic

Remark : 1. mg/inch2 = milligram per square inch
2. degree F = degrees Fahrenheit
3. ND = Not Detected

"Any holder of this document is advised that should client or third party information be supplied with respect to the goods or sample, SGS may, at its
discretion, attached or indicate such information to the report but SGS makes no warranties or accepts no liable for the veracity or lack thereof of such

Information.”

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request.

Attention is drawn to the limitation o liability, ind ification and ,...‘ iction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's findings at
the time of its intervention only and within the Ilmlts of Cllent S i F any. The Company's sole r ibility is to its Client and this document does not exonerate parties to a transactlon from exercising
all their rights and obligations under the Th:s d cannot be reproduced except in full, without prior written approval of the Company. Any ion, forgery or
falsification of the content or app: of this and may be p to the fullest extent of the law.”

Publish or advertisement of the result or this document is prohlblted unless prior written approval of the Company.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 daysonly.”

WARNING: The to which the findii herein (the "Findings") relate was(were) drawn and / or provided by the Client or by a third party acting at the Client’s direction. The Findings constitute no
accepts no liability with regard to the origin or source from which the sample(s) is/are said to be

warranty of the sample's representativeness of any goods and strictly relate to the ple(s). The Company
extracted.
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SAMPLE/ATTACHMENT PICTURE

End of Report

"Any holder of this document is advised that should client or third party information be supplied with respect to the goods or sample, SGS may, at its
discretion, attached or indicate such information to the report but SGS makes no warranties or accepts no liable for the veracity or lack thereof of such

Information.”

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request.

Attention is drawn to the limitation of liability, i ification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company's findings at
the time of its intervention only and within the limits of Client’s inst i F any. The Ci y's sole ibility is to its Client and this document does not exonerate parties to a transaction from exercising
all their rights and obligations under the ion d This d cannot be reproduced except in full, without prior written appi of the Company. Any iz i forgery or
falsification of the content or of this is and may be p to the fullest extent of the law."

Publish or advertisement of the result or this document is prohibited, unless prior written approval of the Company.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 daysonly.”

WARNING: The to which the findii herein (the "Findings") relate was(were) drawn and / or provided by the Client or by a third party acting at the Client's direction. The Findings constitute no
warranty of the sample's representativeness of any goods and strictly relate to the ). The Company no liability with regard to the origin or source from which the sample(s) is/are said to be
extracted.

SGS (Thailand) Limited | Laboratory Services 41/23 Soi Rama Ill 59 Rama Ill Road Chongnonsee Yannawa Bangkok 10120
t +66 (0)2 683 05 41 294 74 85-90 f +66 (0)2 294 74 84 683 07 58 www.sgs.com

l Member of the SGS Group




